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CERTIFICATION OF COMPLIANCE

1. This certification covers Little Worm and Company’s decorative ceramic plates.

2. Little Worm and Company’s decorative ceramic plates are compliant with the Comsumer Product  
Safty Improvement Act (CPSIA).

• Compliance with the lead glaze limit of 600 parts per million (ppm)

3. Little Worm and Company certifies compliance of ceramic decorative plates.

Little Worm and Company
68 West King Street
Shippensburg, PA 17257
Telephone: (717) 530-8760

4. Test results records are maintained by:

IMR Test Labs
131 Woodsedge Drive
Lansing Business and Technology Park
Lansing, NY 14882
Telephone: (888) 464-8422
E-mail: imr@imrtest.com

5. Little Worm and Company decorative ceramic plate sample was manufactured on January 9, 2009 at:

68 West King Street
Shippensburg, PA 17257
Telephone: (717) 530-8760

6. Testing took place on January 15, 2009.  Testing took place at:

IMR Test Labs
131 Woodsedge Drive
Lansing Business and Technology Park
Lansing, NY 14882
Telephone: (888) 464-8422
E-mail: imr@imrtest.com



IMR Test Labs  •  131 Woodsedge Drive  •  Lansing, NY  14882 
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January 28, 2009 
 
Kathleen Virture 
Little Worm and Company 
68 West King Street 
Shippensburg, PA  17257 
 
 
PO Number 
Credit Card 
 
Date Received 
January 15, 2009 
 
Description 
Decorative plate  

TEST REPORT 
 
IMR Report Number 200900364 
 
 
SUMMARY 
 
One sample was received for lead and cadmium analysis after preparation 
in accordance with ASTM C 738-94 (2006), modified.  One replicate 
analysis was performed instead of the six prescribed by ASTM C 738-94 
(2006). 
 
The results are below. 
 
 
CHEMISTRY 
 

Element Sample 

Pb 100 

Cd <50 

 
Results in ppm (parts per million). 
Method(s): CAP-017J (ICP-AES) and ASTM C 738-94 (2006), modified 

 

 

 

Reviewed by 

 
Jamie Wech 
Chemist 

Reviewed by 

 
Andrew J. Waldron 
Lead Chemist 

 
All procedures were performed in accordance with the IMR Quality Manual, current revision, and related procedures; and the PWA-MCL Manual F-23 and related procedures.  The 
information contained in this test report represents only the material tested and may not be reproduced, except in full, without the written approval of IMR, Inc.  IMR, Inc. maintains a 
quality system in compliance with the ISO/IEC 17025:2005 and is accredited by the American Association for Laboratory Accreditation (A2LA), certificates #1140.01 and #1140.02.  IMR, 
Inc.’s liability to the customer or any third party is limited to the amount charged for services provided. All samples will be retained for a minimum of 6 months and may be destroyed 
thereafter unless otherwise specified by the customer.   The recording of false, fictitious, or fraudulent statements or entries on this document may be punished as a felony under federal 
statutes.  
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